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[57] ABSTRACT

A dental adhesive primer and varnish composition
free of polymerizable monomers during storage and
suitable specially for adhering dental direct filling res-
ins and composite materials to human dentin and
enamel consisting of the reaction product of N-phenyl
glycine (NPG) type moiety and a glycidyl ether moi-
ety containing at least one epoxy group such as p-
chlorophenyl-2,3-epoxypropylether (CGE) or the re-
action product of bisphenol A with epichlorohydrin
(DGEBA) dissolved in the weight amount of about
5-15 percent in a suitable solvent, such as acetone,
chloroform, and ether.
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